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This paper aims to examine the influences of heat treatment on forming 

limit diagrams and mechanical properties of aluminum alloy AA6061 

sheets with thicknesses of 1.5 mm. The uniaxial tensile and the micro-

hardness tests are employed to specify the mechanical properties and 

their variations. The Nakazima test is performed to characterize the strain 

forming limits of this aluminum alloy. Comparison between the results of 

micro-hardness and forming limit diagrams indicates that by increasing 

the temperature up to the peaked ageing temperature, the strength of the 

alloy is increased, but the forming limits are decreased, and after the 

peaked aged in over the aged state, the strength is decreased and the 

forming limits are increased. The peaked-aging is touched in this specific 

alloy after 4 hours heat treatment at 180 oC. 
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1. Introduction  

6xxx aluminum alloys have been investigated 

widely because of their advantages such as 

medium strength, weld-ability, formability, 

corrosion resistance, and low expense, in 

comparison to other aluminum alloys [1,2]. 

These metals are heat treated to make 

precipitation to different grades [3-6]. Forming 

limit diagram (FLD), is based on the critical 

major and minor strains, it is also a tool for 

assessing formability of sheets [7]. FLDs are 

strong tools which are utilized to investigate the 

formability of sheet metals. They demonstrated 

the capability of a sheet to tolerate drawing and 

stretching [8]. 

Gunduz and Demir [9] examined the 

machinability of aged AA6061 in the initial 

condition, solution heat treated and aged 

conditions. By aging at the 180 oC for different 

aging time, the cutting speed considerably 

affected the surface roughness values. Also, 

aging had a little effect on cutting force and 

cutting speed except for solution heat treated 

work-pieces having the lowest hardness. Ozturk 

et al. [10] characterized  AA6061 aluminum 

alloy considering mechanical properties during 

aging treatment. Peak-aged conditions were 

reached after a 2 h and 200 °C. The changing of 

elongation, strain hardening rate, ultimate tensile 

strength and yield stress with aging time was 

determined and Interpreted referring to the 

microstructural alterations made by the aging 

treatment. Tan et al. [11] studied the AA 6061-

T6 precipitation and the effects of temperatures 

(artificial ageing) of 175oC to 420oC on its 

hardness at different period of time. They 

showed that the optimum aged temperature was 

175oC to 195oC with 2 to 6 hours of ageing time. 

Moy et al. [12] examined the influence of heat 

treatment on the formability, microstructure and 

texture of AA2024 sheets with thicknesses of 

1.27 mm and 2.03 mm. The sheet forming limits 

were obtained by carrying out stretch forming 

tests. The microstructure observation using 

transmission electron microscopy (TEM) 

performed to the precipitation creation degrees 

at the different ageing times. AH1 (2 days) and 

AH2 (2.5 h) illustrated enhancement in 

elongation and a drop in mechanical strength in 

comparing to the as-received state (T3). AH3 (a 

week) showed the maximum strength and the 

minimum elongation as attended due to the 

peak-ageing condition. Their formability 

investigation demonstrated that AH2 had higher 

formability in plane strain mode than all the 

other modes. This phenomenon made it the best 

condition for sheet metal forming processes, 

since the critical strain conditions for stamping 

were mostly seen in plane strain mode. 

However, no study has noticed the effect of 

aging steps on alloy AA6061 that has high usage 

between aluminum alloys. According to the 

literature review, it can be seen that some 

attempts have been made to study the influences 

of aging treatment on mechanical properties of 

AA6061. However, according to the knowledge 

of the authors, forming limit diagrams for 

AA6061 sheet after solution treatment and 

during aging have not yet been determined.  

In this article, mechanical properties and FLDs 

of Al-Mg-Si alloy (AA6061) sheets after 

solution and during aging heat treatment were 

determined experimentally for the first time. For 

this purpose, solution treatment was carried out 

first and after that aging treatment was 

performed at different temperatures. Sheet metal 

formability by referencing to the FLD, micro-

hardness and mechanical properties were 

investigated after each step.  

  

2. Experiment 

2.1. Material 

Aluminum alloy AA6061-T6 sheets of 1.5 mm 

thickness was utilized. For commencement, the 

material was cut to prepare specimens. The 

chemical composition (in wt. %) of AA6061 has 

been identified by quantometery examination 

and is informed in Table 1. 

 

Table. 1. The chemical composition (in wt. %) of 

AA6061  
Other Cu Cr Si Fe Mn Mg Al 

0.098 0.189 0.237 0.486 0.568 0.068 0.995 Balance 

 

2.2. Heat treatment process  
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Mechanism of precipitation hardening was 

performed on an AA6061 sheet (cold rolled 

sheet) with thickness of 1.5 mm. The sheets 

were solution treated at 530◦C for 35 minutes 

[13] and age-hardened for different temperatures 

at a constant time (4 hour). The aging treatment 

process is displayed in Fig. 1. 

The hardness was measured after solution and 

different aging temperatures. A Jenus Vickers 

was used with 200 g load and 10 seconds dwell 

time. We also performed the uniaxial tensile 

tests using a Galdabini 60 KN testing machine. 

 

Fig. 1. The heat treatment process diagram. 

 

2.3. Forming limit curves  

We utilized the Nakazima test for determining 

the forming limit curves or FLDs. A schematic 

of the Nakazima test setup is shown in Fig. 2. 

The tests were performed in accordance with 

ISO 12004 for the both sides of FLD. The 

electro-chemical technique was used to mark the 

circular grids with 2.5 mm diameter on the 

surface of samples. A 5-ton constant speed, 

Santam STM-50 machine was employed for 

stretching samples. We considered the load–

displacement diagram as the ending criterion in 

the test. We repeated the tests for the samples 

with different geometries. Fig. 3 shows the 

geometries of the samples to determine forming 

limit curve [14]. The samples after tests were 

shown in Fig. 4. The rounded grids have been 

changed to elliptic forms after experiments. The 

minor and major engineering strains were 

calculated by relations (1) and (2): 

 
𝜀𝑚𝑎𝑗𝑜𝑟(%) =

𝑎 − 𝑑

𝑐
∗ 100 

(1) 

 
𝜀𝑚𝑖𝑛𝑜𝑟(%) =

𝑏 − 𝑑

𝑐
∗ 100 

(2) 

Where b, a and c demonstrate the ellipse’s minor 

and major diameters and the initial circle 

diameter [15]. Then, the engineering strains 

were converted into the true strains.  

 

Fig. 2. The schematic view of setup for FLDs 

determination 

 

Fig. 3. The specimens geometry to obtain the 

forming limit curves (all the dimensions are in mm) 

[14] 

 

 

Fig. 4. The typical deformed specimens 
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3. Results and Discussion 

3.1. Mechanical properties 

 A Galdabini 60 KN testing apparatus was 

utilized to accomplish the uniaxial-tensile tests. 

The material and mechanical properties were 

achieved using sub-size samples that were 

defined in the standard ASTM-E08/09, at a fixed 

speed of 3 mm/min. The stress-strain curves 

accomplished from the uniaxial tests for solution 

and aged samples were shown in Fig. 5. By 

increasing the aging temperature at constant 

time, the ultimate strength and yield strength 

were improved, while the elongation was 

reduced. For the various temperatures, 

fluctuations in the elongation at break, the 

ultimate strength, and the yield strength are 

demonstrated in Fig. 6. From solution up to 

coming to peak aged, the ultimate tensile 

strength (UTS) and the yield strength (YS) were 

boosted from 62 to 269 MPa and from 173 to 

306 MPa, respectively. 

 

Fig. 5. The true stress-strain curves for heat treated 

specimens 

 

Fig. 6. The changes in the elongation at break, 

ultimate strength, yield strength based on the heat-

treated specimens 

 Fig. 7. Changes in the micro-hardness based on 

changing aging temperature 

 

3.2. Micro-Hardness examination 

 We measured the micro-hardness variations 

in the heat-treated samples (e.g., see Fig. 7). It is 

obvious that after the aging treatment, hardness 

increased significantly, and in the maximum 

hardness (180 oC) an approximate 64% increase 

was illustrated in comparison with the solution 

samples. This variation is related to the 

microstructural evolutions.  

The formation of Si co-clusters and Mg created 

initially. This caused hardness and yield stress, 

to increase slowly. Peaked-aging is related to a 

luxuriant population of β needle-shaped 

precipitates set in the <100>Al crystal directions, 

which seem to be desirable obstacles for 

dislocations [7], [9]. Some segments of 

precipitates stay in the microstructure in over the 

aging condition as the metastable phases, such 

as B' and β', form. The hardness and yield stress 

improve rapidly with aging temperature, and the 

total shape of the stress–strain curves vary as be 

seen in Fig. 5. Consistent with Fig. 6 the 

ultimate and yield strength follows an opposite 

behaviour to the elongation. Each aging step 

formability was assessed by determining the 

elongation at break. 

 The mentioned parameters are changed seldom 

for over-aged metals. The elongation at break is 

firstly (solution) 15%, 7% for peaked-aging, and 

7.4% for over-aging conditions. Two diverse 

views were achieved from the results. We can 

shape the material first and after that aged or we 

can age the sheet first and then shaped. 

However, we can decide according to the 

application [10]. 
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3.3. FLD examination 

 The forming limit curves were determined for 

five various temperatures (Fig. 8) after 

calculating all true limit strains. We can see the 

FLDs after solution treatment in Fig. 8. The 

maximum forming limits of AA6061 were 

reached in this circumstance. The FLDo for this 

condition is about 0.16. Fig. 8 is also 

representing the forming limit curve for aging at 

the temperature 140 oC for 4 hours. The FLDo 

for this case is about 0.12 that shows a 33% 

decrease compared to solution treatment. Fig. 8 

also shows the FLD for temperature 160 oC for 

same aging time. The FLDo for this state is 

about 0.1 that reduced 20% linked to prior state 

(140 oC). The FLD for peak-aged state could be 

seen in Fig. 8.  

In this case, the lowest formability was achieved 

and it could be seen the brittle fracture on the 

sheet, whereas for solution state, there could be 

observed soft fracture and the necking was 

obviously observed. At peak-aged condition the 

specimen was experienced brittle fracture 

without necking. The FLDo in this state is 0.06 

and compared to the prior, has been 

experiencing a significant decrease the cause of 

which is a complete brittle fracture that 

happened in this state. Fig. 8 also displays the 

FLD in 200 oC that happened with over-aging in 

this case. The FLDo in this temperature is 0.065 

that in comparison to the last state (peak-aged), 

the variation is insignificant. This insensible 

alteration is related to presence of β'' phase in 

both conditions (peak-aged and over-aged) and 

similarity of β' and β'' phases mechanical 

behaviors [10]. 

 

Fig. 8. The FLDs for all heat treatment conditions 

 

Table. 2. The mechanical properties and FLDo of 

AA 6061 
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Solution 58 173 62 0.16 15 

Aging at 

140 

77 140 152 0.12 10.5 

Aging at 

160 

84.4 270 191 0.105 9 

Aging at 

180 

95.5 306 269 0.6 7 

Aging at 

200 

93 280 248 0.64 7.4 

 

 The R-value has a direct relation with 

forming limit curve, and different studies have 

been done to investigate the influence of this 

parameter on forming limit curve [16-18]. 

Habibi et al. [19], proved that by increasing the 

strength, the R-value decreased and it affected 

the left and right side of the FLDs. They 

demonstrated that increasing in strength and 

decreasing the R-value had a positive influence 

on forming limits in the right side and the 

enhancement of forming limits in the left side 

was rather lower. That it means by decreasing 

the R-value the curve slope in the right-hand 

side had more increasing than the left-hand side 

of the FLD. Also, Ozturk et al. [20] studied the 

effect of anisotropy in three directions- 0o, 45o 

and 90o on AA6061 sheets. They illustrated that 

in the rolling direction by increasing aging time 

and strength, the r-value decreased. According 

to Fig. 8 in comparison between aging 

conditions for solution treatment, the slop of the 

curves in the right-hand side of the FLDs is 

more than the left-hand side of the FLDs that the 

cause is decreasing in R-value. Table. 2 

demonstrates all forming and mechanical 

properties of AA6061. The present work shows 

a new result comparing with the previous 

articles [20-26] that refer to forming limit 

diagram of AA6061. 
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4. Conclusions 

The present article studied how aging heat 

treatment effects the mechanical properties and 

formability of AA6061 sheets. The achieved 

results are as follows: 

• Maximum strength (Peak-aging) case was 

attained by 4 hours aging at 180 oC. It is thought 

different Mg/Si atomic ratios would show a 

different temperature and a different time to 

maximum strength. And, also maximum 

elongation has been reached for just a little after 

solutioning (15%).  

• Hardness and strength were increased during 

the aging treatment to peak-aging condition 

(76% increasing in UTS and 64% in hardness) 

and after that, both of them were decreased 

slightly.  

• By comparing the FLDo points from pre-

aging state to peak-aging, it showed a significant 

decrease (about 75%) that affected by brittle 

fracture which occurred during peak-aging 

condition, and by passing the peak to over-aging 

case the variation was partial (about 6%).  
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 Appendix 

   The FLDs were drawn for five considered 

temperatures. 

 

  

Fig. 1. Forming limit diagram just a little after 

solution treatment 
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Fig. 2. Forming limit diagram in temperature 140 oC  

  
Fig. 3. Forming limit diagram in temperature 160 oC 

 

  
Fig. 4. Forming limit diagram in temperature 180 oC 

(peak-aging) 

 

 
Fig. 5. Forming limit diagram in temperature 200 oC 

(over-aging) 
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